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We use molecular dynamics simulations to study coarsening dynamics in achiral banana-shaped
bent-core liquid crystals following a quench from the high concentration polar smectic (SmX) phase
to lower concentrations that favor the exotic twist-bend (TB) phase. Our novel result is the iden-
tification of an intermediate splay-bend state emerging prior to the eventual TB phase. The latter
coarsens via the annihilation of beta lines which are analogous to string defects in nematic liquid
crystals. Our findings are relevant for a large class of chiral systems assembled from achiral entities.

Liquid crystals (LCs) are an intermediate state of mat-
ter which combines fluidity with long-range orientational
order [1–5]. They are of huge technological interest for
designing devices such as LC displays [6], and are equally
important in fundamental research for studies of topo-
logical defects [7]. Rod-shaped molecules are the sim-
plest example of LCs. These exhibit an orientationally
ordered low-temperature uniaxial nematic (Nm) phase
described by the director n̂. In the past two decades,
there has been an intense excitement in this field due to
investigations of banana-shaped bent-core liquid crystals
(BCLCs). The alteration in shape produces novel phases
with fundamentally different properties due to the emer-
gence of polar order [8–13] described by the polarization
p̂ [14] [see Fig. (1)(a)].
In BCLCs, the uniform Nm phase can become unstable

to form modulated nematics. In that case, there arises a
bend deformation of the n̂ field given by B = n̂×(∇×n̂)
[16, 17]. However, a constantB field cannot fill space uni-
formly. The geometrical frustration is then resolved ei-
ther through formation of (a) a 3-d chiral structure with
a spontaneous twist T = n̂ · (∇ × n̂) called the twist-
bend (TB) phase; or (b) a 2-d structure with splay dis-
tortions S = n̂(∇ · n̂) termed as the splay-bend (SB)
phase (see Fig. 1). These structures were postulated
by Meyer in 1973 [18] and later by Dozov [16]. The
TB phase is characterized by B, T ≠ 0 and S = 0.
If θ0 is the conical angle that the director of a BCLC
molecule in the TB phase makes with the helical z-axis,
then n̂ = [cos(qtz) sin θ0, sin(qtz) sin θ0, cos θ0] and p̂ =
[sin(qtz),− cos(qtz), 0] [19]. Here, qt = 2π/λt, where λt

is the pitch of the helix. The SB phase has B,S ≠ 0 and
T = 0. The director of a BCLC molecule in the SB struc-
ture oscillates in a plane with a maximum angle θ′. We
can then express n̂ = [sin(θ′ sin(qsz)), 0, cos(θ

′ sin(qsz))]
and p̂ = [− cos(θ′ sin(qsz)), 0, sin(θ

′ sin(qsz))]. Here,
qs = 2π/λs, where λs is the SB wavelength [19].
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FIG. 1. (a) Schematic of a BCLC molecule with 11 beads,
lying on an arc of a circle with radius R. It is character-
ized by the director n̂ (red) and the polarization p̂ (blue).
(b) Phase diagram in the (χ, η)-plane, figure adapted from
[15] (CC BY 4.0). The phases are as follows: isotropic (I),
nematic (Nm), twist-bend (TB), splay-bend (SB), smectic A
(SmA), and polar smectic (SmX). The arrows indicate the
concentration quenches in our coarsening study. (c) SB struc-
ture with wavelength λs. (d) TB structure (left-handed helix)
with pitch λt.

Experimental observations of the SB phase remain rare
and are possible only under specific conditions [20–22].
The TB phase was first observed a decade ago in the
dimer CB7CB and is one of the most exotic and interest-
ing LC phases [23, 24]. The BCLC molecules are achiral
but can organize into a (ambidextrous) chiral TB struc-
ture, providing a striking example of spontaneous mir-
ror symmetry breaking in a liquid [25–29]. This mile-
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stone discovery led to the rapid development of experi-
mental synthesis methods [24, 30–38], theoretical mod-
els [15, 17, 19, 21, 39–42] and explorations for techno-
logical applications [43–48]. Investigations in the past
decade have primarily focused on understanding equilib-
rium properties. Non-equilibrium aspects have not been
studied, the most fundamental being how SB and TB
structures assemble from the BCLC molecules.

In this letter, we address the above gap in the liter-
ature. We study the kinetics of phase transitions that
occur when the system is rendered thermodynamically
unstable by a sudden change of parameters [49–51]. The
subsequent evolution is characterized by the emergence
and growth of domains of the preferred phase. The do-
main growth depends on several factors such as symme-
try of the order parameter, conservation laws, hydrody-
namic flows, etc. The growth laws convey significant de-
tails of the ordering system, and the late-stage kinetics
can be explained in terms of the defect dynamics. In this
work, we use molecular dynamics (MD) simulations to
perform deep quenches of a model BCLC system from a
polar smectic (SmX) phase to the TB phase by abruptly
changing the concentration of BCLC molecules. This
may be experimentally realized by adding/subtracting
the solvent. We identify the nature of the defects and
study their annihilation to understand the emergence of
the chiral phase from achiral building blocks. Our most
significant finding is the appearance of an intermediate
SB phase that precedes the formation of the stable TB
phase at late times. As the system evolves in configu-
ration space so as to minimize its free energy, this sug-
gests that the SB phase constitutes an easily accessible
metastable state in the complex free energy landscape of
the system.

Our MD simulations utilize a model of a BCLC
molecule shown in Fig. 1(a). It is constructed from eleven
spherical beads (of mass m and diameter σ) rigidly fixed
with respect to one another, and evenly spaced along a
circular arc with center O and radius R [15, 40]. From
the center of the terminating beads A and C, tangents
are constructed which intersect at an angle χ, an inverse
measure of the structural bend. The two ordering di-
rections for the BCLCs are n̂ and p̂. Beads on differ-
ent molecules interact via the Weeks-Chandler-Andersen
(WCA) potential [52, 53]. The emergence of different
LC phases depends on the bend angle (χ) and the con-
centration or packing fraction of beads (η). A rich phase
diagram was presented earlier in [15]. Fig. 1(b) depicts
an adapted schematic (CC BY 4.0). The schematics in
Figs. 1(c) and (d) show the arrangement of the BCLCs
in the SB and TB structures, respectively.

The MD simulations are performed in the constant
NV T ensemble using LAMMPS [54, 55]. N = 9 × 104

molecules are simulated in a periodic cubic box of size
Ls ≃ 117.443 (all lengths are in units of σ). The equa-
tions of motion are integrated using the rigid body algo-
rithm [56], and the system temperature T = 1 is main-
tained constant via the Nosé-Hoover thermostat [57].

The quenches indicated in Fig. 1(b) are from the SmX
phase (η ≃ 0.45) to the TB phase (η ≃ 0.32) for
χ = 110◦ and 130◦. In the initial state (t = 0), the
BCLC molecules are arranged on a lattice with n̂ paral-
lel to the z axis. The polarization p̂ of all molecules is
co-aligned in a randomly selected direction. We then al-
low the system to evolve in time. All statistical measures
have been averaged over 15 independent initial conditions
with random choice of p̂.
We also perform a reference simulation with 3200

BCLC molecules in a box elongated along the z-axis
(Lx, Ly = 25.297, Lz = 90), setting it as the helical axis.
It is relatively easy to drive this small system to the equi-
librium TB phase. The resultant configuration is shown
in Fig. 2(a). We determine the TB properties: λt from
the period of the averaged x and y components of n̂; and
θ0 from the corresponding z component [see Fig. 2(b)].
The values are: (λt, θ0) = (30,39◦) for χ = 110◦, and
(45,37◦) for χ = 130◦. These values will be used later to
evaluate the Ginzburg-Landau (GL) values for the mag-
nitudes of T and B, using the definitions mentioned ear-
lier.
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FIG. 2. (a) Equilibrated TB configuration in an elongated
box for χ = 110◦, η = 0.32. The BCLCs are color-coded by
ϕ – the angle that the projection of p̂ on the xy-plane makes
with the x-axis. (b) Corresponding variation of the laterally
averaged components of n̂ along the helical z-axis.

Now, let us show results from our domain growth stud-
ies, performed in a cubic box. In Fig. 3, we present evo-
lution snapshots for χ = 110◦ at time t (in units of MD
time-steps) = (a) 2×106 and (b) 5×106. The correspond-
ing xz cross-sections at y = 0 are presented alongside.
The BCLCs are color-coded as in Fig. 2(a). The evolu-
tion demonstrates the development of helical order along
the z-axis. In Fig. 3(a), periodic modulations have devel-
oped along the z-axis. The layers with alternating colors
shown in Fig. 3(b) correspond to S-shaped SB structures.
The late-time morphology in Fig. 3(b) with continuously
changing ϕ indicates the development of helical order
characteristic of the TB structure [cf. Fig. 2(a)].
To quantify the structural evolution, we evaluate the

longitudinal (parallel) orientational correlations of n̂, p̂
and chirality h. The last of these captures the handed-
ness of the helical organization of the BCLCs [15, 40, 58].
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FIG. 3. Snapshots after a quench at t = 0 from SmX →
TB for χ = 110◦, η = 0.32. The frames on the left show 3-d
snapshots at t = (a) 2 × 106, and (b) 5 × 106. The frames
on the right show the corresponding (xz) cross-sections from
y = 0. The BCLCs are color-coded by ϕ, as in Fig. 2.

These are defined as: (i) Cn
∥ (r∥) =

∑
i ̸=j cij∥P2(n̂i · n̂j);

(ii) Cp
∥ (r∥) =

∑
i̸=j cij∥ p̂i · p̂j ; and (iii) Ch

∥ (r∥) =∑
i ̸=j cij∥ [(n̂i × n̂j) · r̂ij∥ ](n̂i · n̂j), respectively. Here,

r∥ is the intermolecular separation along the helical axis.
Further, cij∥ = δ(rij∥ − r∥)/

∑
i̸=j δ(rij∥ − r∥), where rij∥

is the separation between the i and j molecules along the
helical axis.

In Fig. 4, we show (a) Cn
∥ (r∥) vs. r∥, (b) C

p
∥ (r∥) vs. r∥,

(c) Ch
∥ (r∥) vs. r∥ for χ = 110◦ at 3 t-values. Let us first

focus on Figs. 4(a)-(b). The initial condition (t = 0) cor-
responds to the SmX phase with Cp

∥ (r∥) = Cn
∥ (r∥) = 1.

At early times (t = 105), both Cp
∥ and Cn

∥ develop oscil-

lations about a non-zero average. For intermediate times
(t = 2 × 106), the oscillations grow and become charac-
teristic of the SB phase (see Fig. 3(a)) [15]. Finally, for
late times (t = 5× 106), the system has relaxed into the
TB phase (see Fig. 3(b)) with large-amplitude oscilla-
tions which are damped with distance. (In a perfect TB
phase, the correlations do not decay with distance.) The
periodicity of these oscillations (λt ≃ 30 in Figs. 3(a)-(b))
determines the pitch of the TB phase. Notice that the
p̂-field reflects helical order earlier than the n̂-field. We
have also obtained similar data for χ = 130◦ (not shown
here). The evolution to the TB phase is considerably
faster in that case.

The correlation function Ch
∥ (r∥) vs. r∥, which is a mea-

sure of chirality, is shown in Fig. 4(c). In contrast to Cn
∥

and Cp
∥ , it has been evaluated from a single morphology

as the handedness of the emerging helix needs to be re-
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FIG. 4. Evolution of longitudinal correlation functions eval-
uated from: (a) n̂, (b) p̂, and (c) chirality h. We show data
for χ = 110◦, η = 0.32 at t = 105, 2 × 106, and 5 × 106. (d)
Corresponding time-dependence of MP , defined in the text.

tained. The system is initially achiral since the Ch
∥ (r∥)

correlations are negligible for t < 5×106. Periodic varia-
tions build up as time evolves, capturing the development
of chirality that is characteristic of the TB phase. Note
that the data in Fig. 4(c) indicates a left-handed helix,
and an opposite sign will be obtained for a right-handed
helix.

To confirm the intermediate SB phase, we define an
order parameter MP =

∫
|nz(z) − ⟨nz(z)⟩|dz. From the

definitions of n̂ for the SB and TB phases, MP should
be positive in the SB phase and zero in the TB phase.
Fig. 3(d) showsMP vs. t for χ = 110◦. In accord with the
results of Figs. 4(a)-(c), MP indeed exhibits a sharp drop
near t = 2 × 106, confirming that the SmX-TB kinetic
transformation traverses an intermediate SB state. As
mentioned earlier, this result is the principal finding of
our study.

To better elucidate the coarsening behavior, it is cru-
cial to understand the nature of defects whose annihila-
tion gives rise to domain growth. In the TB phase, the
dominant defects are the beta lines that correspond to re-
gions where the bend field B ≃ 0 [59]. To identify them,
we coarse-grain the evolution snapshots by dividing the
simulation box into a simple cubic lattice of overlapping
sub-boxes of size (10)3 each. The center of each sub-box
defines a lattice site with a director n̂, which is an average
over all BCLCs with centers in the sub-box. As the boxes
are overlapping, the size of the coarse-grained lattice is
also (118)3. The advantage of coarse-graining is that it
reduces fluctuations in the system, and is analogous to a
numerical renormalization group procedure.

The derivatives of n̂, which are numerically approxi-



4

mated using the central-difference method with accuracy
of order 8, are used to obtain the B and T fields at
each lattice site. Figs. 5(a)-(b) show the B-field for the
snapshots in Fig. 3. The beta lines are shown in black
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FIG. 5. Bend field for the snapshots in Fig. 3. The frames
show B (color-coded by ϕ) at t = (a) 2×106, and (b) 5×106.
The beta lines, defect regions where B ≃ 0, are marked black.

and their density decreases as coarsening proceeds. In
the TB phase, B = qt sin θ0 cos θ0[− sin(qtz), cos(qtz), 0].
This anisotropic form results in modulations along the
helical z-axis and uniformity in the planes perpendicular
to it. Fig. 5(b) captures this feature in the form of col-
ored stripes that repeat in the z-direction. With time,
the helical ordering grows and the beta lines annihilate.
On the time-scales of our simulation, the beta lines do
not exhibit marked anisotropy. They are reminiscent of
vortex strings in 3-d liquid crystals or the XY model.

What will be the signatures of these defects in coars-
ening experiments? Small-angle scattering experiments

measure the structure factor S(k⃗, t), where k⃗ is the wave
vector of the scattered beam [50, 51]. If the ordering
system is characterized by a single length scale L(t),
the structure factor obeys dynamical scaling: S(k, t) =
Ldf(kL), where f(x) is a scaling function. The nature
of the defects can be interpreted from the tail of the
structure factor. Continuous O(n) spin models exhibit
the generalized Porod law, with the asymptotic form:
S(k, t) ∼ k−(d+n) [60–62]. For n = 1, the defects
are interfaces, and the corresponding scattering func-
tion exhibits the usual Porod law: S(k, t) ∼ k−(d+1).
For n > 1, the different topological defects are vortices
(n = 2, d = 2), strings (n = 2, d = 3) and monopoles or
hedgehogs (n = 3, d = 3).

As the coarsening in the B field is driven by isotropic
vortex strings, we expect the corresponding structure fac-
tor to behave as S(k, t) ∼ k−5 at large k. In Fig. 6(a), we
show a scaling plot of the structure factor: L3S(k, t) vs.
kL at 2 times for χ = 110◦, 130◦. The length scale L is
defined as the inverse of the first moment of S(k, t). The
scaled data sets show a reasonable collapse, confirming
dynamical scaling. Moreover, the structure factor tail is
consistent with the expected Porod tail. For complete-
ness, the spatial averages of T and B (denoted as ⟨T ⟩
and ⟨B⟩) are shown in Fig. 6(b). The horizontal lines

denote the corresponding GL values of T and B. Not
surprisingly, the GL mean-field values of these quantities
[19] overestimate our simulation results (which include
fluctuations).
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FIG. 6. (a) Log-log plot of the scaled structure factors of
the B-field for η = 0.32 and χ = 110◦, 130◦. The dashed
line denotes the generalized Porod tail for vortex strings in
d = 3. (b) Time-dependence of ⟨T ⟩ and ⟨B⟩, where the
angular brackets denote a spatial average. The horizontal
lines show the corresponding GL values in the TB phase:
TGL(110

◦) ≃ 0.1555; TGL(130
◦) ≃ 0.1067;BGL(110

◦) ≃
0.1921;BGL(110

◦) ≃ 0.1416 [19].

To conclude, we have performed extensive MD sim-
ulations in d = 3 to study phase transition kinetics in
BCLCs. This system is a liquid with achiral constituents,
but exhibits remarkable phases. These include the achi-
ral S-shaped planar SB phase and the (chiral) helical TB
phase. We have focused on understanding the emergence
of the exotic TB phase by monitoring the coarsening dy-
namics after a concentration quench from the SmX→TB
phase. Our unexpected finding is that this transition
occurs through an intermediate SB structure. The spon-
taneous formation of a metastable phase preceding the
emergence of the stable phase during spinodal decompo-
sition has been observed in many experiments in the last
decade. It is generic to the phase ordering kinetics asso-
ciated with the recently introduced landscape-inversion
phase transitions [63, 64]. We characterize the dynamic
pathway SmX → SB → TB via appropriate correlation
functions and structure factors. The dominant defects
observed in the TB phase, the beta lines, are analogous
to string defects in d = 3 NmLCs [65, 66]. Their signa-
ture is a generalized Porod decay in the relevant structure
factor: S(k, t) ∼ k−5.
We expect that the framework developed for studying

BCLCs, along with our novel numerical results, will be
important for a large class of systems with helical order.
Experimental work on the chiral phases of BCLCs is
limited. We hope that the current work will inspire and
motivate further experimental studies of this system
with its rich variety of equilibrium and non-equilibrium
phenomena.
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